302.2 - Abrasive Wear (block form)

This SRM is for use in the dry sand/rubber wheel abrasion test per ASTM G 65, Procedure A.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their
needs. For specific values and uncertainties, the certificate is the only official source.

SRM 1857
Description Tool Steel for Abrasive Wear Standard
Unit Size (2 blocks)

- Certified values are normal font
- Reference values are italicized
- Values in parentheses are for information only
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